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Client’s Identification: 

Lot No.: 10032. Style: HITCH. Composition: PVC + Additives: 82%; Polyester :18%. Weight: 679 g/m². Thickness: 1.10 mm. 

Product End Use: Upholstery. 

Category: Uph. Furniture(cig) Specifier: IMO LE2010 V 7/21 DK  PC: 72hrs ambient + 16hrs  /dl SM/mg 

TEST PERFORMED:  IMO 2010 FTP Code - International Code for Application of Fire Test Procedures - Resolution 
MSC.307(88): Annex I - Fire Test Procedures, Part 8 - Test for Upholstered Furniture 

IGNITION SOURCE: Smouldering Cigarette SRM 1196a (Section 3.1) 

TEST ITEM COMPOSITE: 

Cover Fabric: 

☒ Client's cover fabric: (See "Client's Identification" section above)

Filling Material: 

☒ Standard Non-FR Polyether Foam with a density of about 22 kg/m³

☐ Code Red FR Foam

☐ Client's filling material: _____
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RESULTS: 

Progressive Smouldering Within 
1 hr. After Start of Test (yes/no) 

Flaming Within 1 hr. After 
Start of Test (yes/no) 

Initial Test: No No 
Retest: No No 

REMARKS: None. 

FAILURE CRITERIA: 

Progressive smouldering or flaming within one hour after start of test. 

CONCLUSION: Based on the above Results and Failure Criteria, the item tested: 

☒ Passes; ☐ Fails

CERTIFICATION: I certify that the above results were obtained after testing specimens in accordance with the 
procedures and equipment specified above. 
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Client’s Identification: 

Lot No.: 10032. Style: HITCH. Composition: PVC + Additives: 82%; Polyester: 18%. Weight: 679 g/m². Thickness: 1.10 mm. 

Product End Use: Upholstery. 

Category: Uph. Furniture (propane) Specifier: IMO LE 2010 V 7/21 DK PC: 72hrs ambient + 16hrs /dl SM/mg 

TEST PERFORMED:  IMO 2010 FTP Code - International Code for Application of Fire Test Procedures - Resolution 
MSC.307(88): Annex I - Fire Test Procedures, Part 8 - Test for Upholstered Furniture 

IGNITION SOURCE: 20 seconds propane flame (section 3.2) 

TEST ITEM COMPOSITE 

Cover Fabric: 

☒ Client's cover fabric: (See "Client's Identification" section above)

Filling Material: 

☒ Standard Non-FR Polyether Foam with a density of about 22 kg/m³

☐ Code Red FR Foam

☐ Client's filling material: _____

RESULTS: 

Flaming* Glowing* Smoking* Smoldering* 
(seconds) (seconds) (seconds) (seconds) 

Initial Test: 0 0 24 0 
Retest: 0 0 23 0 

* Values are reported after removal of burner tube ignition source.

REMARKS: None. 
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FAILURE CRITERIA: 

Flaming, glowing, smoking, or smouldering which exceeds 120 seconds. 

CONCLUSION: Based on the above Results and Failure Criteria, the item tested: 

☒ Passes; ☐ Fails

CERTIFICATION: I certify that the above results were obtained after testing specimens in accordance with the 
procedures and equipment specified above. 
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